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Product Name
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Product Quality Inspection Certificate

AEE-T BT EME
Acrylonitrile-Butadiene—
Stvrene Resin
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Specification

HA-T14

i I
Date Sampled

2025-02-14 06:

00:00

PATATE

HLPC/GL-077 (02)-018-JL. 005 (A)

Q/HLSH 102-2023

Product Standard

Pt

Batch No. 20250214H7264D
B ABS £ JE

Location Sampled

ABS Warehouse
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Test Item Unit Specfication Result Test Method
iV o4 e e , R
Large and Small Granule g/ky e 0.0 SH/T 1541.1-2019

pakil 4+/10g <16 1 Q/ILSI 102-2023
Spot Stains On Plastic Sheet /it Y T - '
MFR (220°C, 10kg) @/ 10min 16.0728. 0 21.4 GB/T 3682. 1-2018
B B ", 2 : B/T 1040, 2-2022
Temsile Stéess At Yield MPa =242..0 43.0 GB/T 1040. 2-2022
i E . ,

’ e MPe ; BT 9341-200
Flexural Strength MPa 6. 0 69. 2 GB/T 9341-2008
EhE . s

P& 222000 BT 9341-2008
Flexural Modulus WPa 22000 2306 GB/T 9341-2008

e L U - s :

o = v S /m? = sh/ 43-2
Tzod Notched Tmpact Strength B1 4 g1 GB/T 1843-2008
g kg AL B R (Tv50/50) )

F it iE A (TvB0/50) ‘C =95 9 GB/T 1633-2000
Vicat Softening Temperature
% K E E (RFER) i o :

z 5 SB/T 3398, 2-2008
Rockwell Hardness (R-Scale) 108 ) GHEL 388 AR

EY TP

EEAig e
. 3/ 2-2(
Yellowness Index A1 BT BE2-2006
B e . :
o . B 2913-1982
Whiteness Index 6l..3 ¢ 2914138
ot 4 boit
Conclusion Qualilied Product
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