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Product name Polystyrene Criterion Q/LWXCL-001-2021
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Safpling SHst PRZh T H 1 Lot NO. GP 525 220310#3 3A
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MED. 2022. 03. 10 Testing Time 2022.03. 11
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Item Uint Superior [qualified| Results Test Method
i o
IR CBRD | e | <5 <10 0 SH/T 1541-2006
Appearance
AR e % (MFR) .
Velt Flow Index g/10min| 6.0-9.0 6.0-9.0 7.9 GB/T 3682.1-2018
$E1¢§EE%((]B) MPa =42.0 =40.0 45.3 GB/T 1040. 2-2006
Tensile Strength
e il th
FISCRIHERE (acu) | 1o | 575 >7.0 8.7 GB/T 1043-2008
Charpy Impact
2 KAk S (TV
&E L T bO;120) T =92.0 =90. 0 93.6 GB/T 1633-2000
Vicat Softening Temp.
EL%
B % >88.0 | =86.0 90. 3 GB/T 2410-2008
Transparency
T
- <0.5 <0.7 0.35 GB/T2410-2008
Haze
) e s 3 -4>E.
ﬂﬁ?"uﬁ"ﬁﬁ% S ppm <500 <700 453 GB/T 16867-1997
Residual Styrene
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