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Sample of the above-mentioned Polypropylene (PP) product batch were analyzed in the Quality Control laboratory of SOCAR Polymer LLC in

Sumgait and the following average data were obtained.

O6paseL, BbllweyKasaHHoM Maptumnoaunponunexa (M) 6bin npoaHanmsnposaH B nabopatopum KoHTpona Kayectsa komnanum SOCAR Polymer

LLC B CymrauTte 1 66111 NoNyYeHbl cnesytolmne cpeaHne AaHHble.

Properties Method Specification Measured Value Unit
CsoiicTtBa MeTtoauka Tpe6oBaHua U3mepeHHoe 3HayeHue Ea.usm
Physical/®u3nueckue

Melt Flow Rate (MFR at 230°C/2.16kg) 1501113341 Min/MwuH. 14 G g/10 min
Mokasatensb Tekydectn Pacnnasa (NTP npu 230°C/2.16kr) Max/Makc. 20 r/10 muH
Mechanical/MexaHunueckue

Flexural Modulus (2 mm/min) 1SO 178 Min/Muh. 1450 1456 MPa
Mogaynb ynpyroctv npu nsrnbe (2 mm/muH) MnMa
Tensile Strength at Yield (50 mm/min) 150 527-1, -2 Min/Mut. 30 33 MPa
Mpeaen NpoYHOCTU Ha npeaene Tekydectn (50 mm/MuH) MTla
Elongation at Yield (50 mm/min) 150 527-1, -2 Min/Mut. 9 10 %
Yp/vHeHue Ha npegene Tekyydecty (50 mm/muH)

Impact/lMpoyHocTHble

Izod Impact Strength at 23°C (notched) SO 180 No limit/ 3.1 kJ/m?
YpaapHas BaskocTtb no Msoay npu 23°C (c Hagpesom) He HopmupoBaH i KO/ M2
Additional properties/[lononHutenbHble CB-Ba

Yellowness index ASTM E313 _ —17 .
NHAEKC }KeNTusHbI

Notes / Mpumeyanus:
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[laHHbIV JOKYMEHT CO3AaH B 3/IEKTPOHHOM BUAE U AeicTBuUTENEH 6e3 noanucu.

Laboratory person in charge:
3aBeayowuii nabopartopueii:

Approved by:
YrBepxaeHo:




